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ABSTRACT 

A new e n e r g e t i c  polymer (EXP) under development a t  t h e  p i l o t  plant 
scale was c u r r e n t l y  produced i n  5-kg batches.  
EXP was requi red  and an equipment c a l l e d  Rotary Film Evaporator (RFE) was 
a v a i l a b l e  and s e l e c t e d  f o r  use. The RFE was las t  operated some 15 yea r s  ago 
wi th  i n e r t  polymer. P r i o r  t o  f u r t h e r  use  it was cleaned and operated wi th  
i n e r t  polymer a f t e r  consu l t a t ion  with t h e  previous u s e r s  i n  order  f o r  the  
new use r s  t o  develop t h e i r  e x p e r t i s e  i n  ope ra t ing  it. On 12 O c t  89 a f t e r  24 
hours of preheat ing of t h e  RFE, the  EXP polymer was introduced i n  the  
piping. Approximatly 30 t o  60 seconds later an explosion occurred i n  t h e  
p ip ing  followed by a small f i r e .  
f i re  was quick ly  p u t  out  by t h e  o the r  one present. 
immediately formed and interviewed the  employees as the  f i r s t  s t e p  i n  t h e  
inves t iga t ion .  Af t e r  examination of t he  evidence, t h e  temperature 
record ings  and t h e  depos i t ion  of t h e  witnesses ,  a few hypothesis  were 
re t a ined  t o  exp la in  t h e  explosion of EXP. An extens ive  l abora to ry  study w a s  
conducted on samples of EXP l e f t  over from t h e  same batch but  did not  r e v e a l  
any clear explana t ion  f o r  what happened. Overheating of t h e  equipment o r  of 
the  piping was s t i l l  t h e  favored hypothesis  d e s p i t e  t he  f a c t  t h a t  
temperature recorded a t  t h e  t i m e  of t h e  explosion (between 90 and 135OC) 
were apprec iab ly  lower than  the  au to- igni t ion  temperature of EXP (215 "C). 
It was only a f t e r  a d e t a i l e d  and exac t  s imula t ion  of t he  condi t ions  t h a t  
p reva i l ed  a t  t h e  moment of the explosion t h a t  proof of the  ex i s t ence  of a 
much higher  t empera tu re  (35OOC) i n  one sec t ion  of t he  p ip ing  allowed u s  t o  
exp la in  without  any doubt i g n i t i o n  of EXP. 

Solvent e x t r a c t i o n  t o  p u r i f y  

One employee w a s  s l i g h t l y  in jured  and t h e  
A board of inqui ry  was 
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INTRODUCTION 

A new e n e r g e t i c  polymer (EXP) had been synthesized a t  the labora tory  

EXP was now produced a t  t h e  p i l o t  p l a n t  
scale and i t s  auto- igni t ion t empera tu re ,  thermal s t a b i l i t y ,  i m p a c t  and 
f r i c t i o n  s e n s i t i v i t y  determined. 
scale i n  5kg batches and the  production process  was viewed as a 
breakthrough. Every one i n  the  d i v i s i o n  was e n t h u s i a s t i c  about i t s  
p o t e n t i a l  m i l i t a r y  app l i ca t ions  and confidence was building-up. Solvent 
e x t r a c t i o n  t o  pu r i fy  EXP was requi red  and an equipment i n  one of the  p i l o t  
p l an t  bu i ld ings  was i d e n t i f i e d  as p o t e n t i a l l y  s u i t a b l e  f o r  t h i s  purpose. 
This  equipment c a l l e d  Rotary Film Evaporator (RFE) had no t  been used f o r  
about 15 years.  Af te r  consu l t a t ion  wi th  the  engineers  who had operated the  
RFE previously wi th  i n e r t  polymers, a young engineer  respons ib le  f o r  the  
development of EXP decided t o  u s e  it f o r  t he  p u r i f i c a t i o n  of EXP. Af te r  
c leaning  of the equipment and a test run wi th  an i n e r t  polymer, the 
opera t ing  condi t ions  were es t ab l i shed  and a run wi th  EXP was planned. 
During this f i r s t  run, an explosion occurred i n  the  feeding p i p e s  of t he  
equipment and t h e  engineer  su f fe red  minor i n j u r i e s .  

An inves t iga t ion  team was immediatly formed t o  f ind  the cause of t h e  
i g n i t i o n  of EXP. This  r epor t  descr ibes  how t h i s  fnves t iga t ion  team 
conducted t h e i r  study. It covers  the  d i f f e r e n t  hypothesis t h a t  were 
examined by the  inves t iga t ion  team and e s t a b l i s h e s  t h a t  a d e t a i l e d  
experimental  s imulat ion of the  acc ident  condi t ions  allowed them t o  f i n d  the  
cause of t he  accident .  

THE EQUIPMENT 

A schematic of the equipment used i s  shown i n  Fig. 1. The polymer i s  
fed  by g rav i ty  from a r e s e r v o i r  t o  va lve  #I through a f l e x i b l e  p las t ic  tube 
( s e c t i o n  A )  and flows i n  the equipment p i p e s .  From s e c t i o n  B t o  C ,  the  
s t a i n l e s s  steel p i p e s  are heated with electric hea t ing  t a p e  and covered wi th  
in su la t ion .  The purpose of hea t ing  is t o  lower the v i s c o s i t y  of t h e  polymer 
and allow easy flow through the  system. I n  t h a t  same sec t ion  a gear  pump is  
used t o  move the  polymer t o  the  evaporator .  Valve #2 and a by-pass is used 
t o  p r i m e  the  system. The s t a i n l e s s  steel p ip ing  from sec t ion  C t o  D had 
j u s t  been equiped with new hea t ing  tape ,  t h e  o ld  one being f a u l t y ,  and the  
i n s u l a t i o n  was not  replaced s ince  it was judged unnecessary. Two 
thermocouples (T2 and T4) gave readings of the  temperature a t  t he  loca t ions  
ind ica t ed  i n  Fig 1. The Rotary Film Evaporator ( W E )  i s  equiped with 
hea t ing  mantles a t  both ends and t empera tu res  recorded wi th  thermocouples T1 
and T3 a t  t hese  loca t ions .  A sp r ing  valve i n  sec t ion  CD i s  ad jus ted  t o  open 
only a t  35 p s i  t o  maintain a good vacuum i n  the  R E .  
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B 3  
THE ACCIDENT 

On t he  day p r i o r  t o  the  acc ident ,  t he  hea t ing  of t h e  equipment f o r  
t h e  p u r i f i c a t i o n  process was s t a r t e d  t o  ensure equi l ibr ium and readiness  t o  
proceed on the  next  day. I n  the  morning of t h e  acc ident ,  t he  temperatures 
were read on the  mul t i  po in t  recorder  as follows: T 1  and T3 showed 135OC, 
and T2 and T4 showed between 85 and 95OC. The technic ian  and the  engineer  
r e spons ib l e  f o r  t h e  production of EXP a t  t h e  p i l o t  p l a n t  scale were then  
ready t o  proceed and introduced t h e i r  las t  ba tch  of EXP (#39) i n  the  
r e s e r v o i r  of t he  p u r i f i c a t i o n  process  equipment. Valve V 1  and V2 were 
opened and the  gear  pump s t a r t e d  t o  p r ime  it. Valve V3 was then opened and 
V2 closed.  When EXP s t a r t e d  t o  flow a t  t h e  exi t  of Valve V3,  t h e  gear  pump 
was stopped and t h e  evaporator  motor s t a r t e d  t o  a d j u s t  t he  r o t a t i o n  speed of 
t he  equipment. A t  t h i s  moment t h e  two ope ra to r s  noted some bubbling i n  t h e  
EXP r e se rvo i r .  Rea l i s ing  t h a t  something w a s  wrong, the  motor of t h e  RFE was 
stopped. An explos ion  then  occurred i n  t h e  p ip ing  a t  t h e  elbow (po in t  C i n  
the schematic) almost a t  the  same moment. The engineer  w a s  h i t  on the  head 
by a fragment but managed t o  e x i t  t h e  building. The p l a s t i c  p i p e  i n  
Sec t ion  A was pro jec ted  away and a flame was emanating from the  piping a t  
t h i s  po in t .  The technic ian ,  who was n o t  in jured ,  ext inguished t h e  f i r e ,  
phoned f o r  he lp  and e x i t e d  the  bui lding.  

A p i c t u r e  of t he  equipment is shown i n  Fig. 2 a f t e r  the  acc ident .  
Polymer r e s idues  was seen on t h e  walls, t h e  c e i l i n g ,  t h e  f l o o r  and t h e  
equipment. Figure 3 shows the  polymer r e s e r v o i r  a t tached  t o  t h e  c e i l i n g  and 
t h e  gear  pump i n  the  back with t h e  d i f f e r e n t  valves  and piping. Figure 4 
shows the  remaining p a r t  of t he  p i p e  t h a t  was burs t  open and t h e  hea t ing  
t a p e  t h a t  w a s  wound around. F ina l ly ,  Fig. 5 shows t h e  s t a i n l e s s  steel elbow 
where the  explosion occurred and some p las t ic  par ts  t h a t  connected t h e  EXP 
r e s e r v o i r  t o  the  equipment. 

B 

THE INVESTIGATION 

An i n v e s t i g a t i o n  team was formed immediatly t o  f i n d  t h e  cause f o r  t h e  
i g n i t i o n  of EXP. 
seve ra l  photos of t h e  equipment, the  ope ra to r s  w e r e  interviewed. 

Af te r  i n spec t ion  of t he  s i te  of t h e  acc ident  and tak ing  

Severa l  hypothesis  were made t o  exp la in  t h e  i g n i t i o n  of EXP: 

a)  
b) 
c )  a h igh  temperature a t  some poin t  i n  the  system. 

the  presence of an uns tab le  by-product i n  EXP 
a malfunction of t h e  gear  pump 

The f i r s t  hypothesis  was based on the  f a c t  t h a t  i n  batch #39, t h e  
chemical r eac t ion  t h a t  lead  t o  the  formation of EXP had been a l t e r e d  t o  
f a c i l i t a t e  i t s  production a t  the p i l o t  p l an t  scale. More s p e c i f i c a l l y ,  t h e  

1553 



4 

order  of a d d i t i o n  of the r eac t an t s  had been changed. This  procedure was 
used previously f o r  batch #37 and the  chemical a n a l y s i s  had not  shown any 
d i f f e rence  compared t o  t h e  o r i g i n a l  process,  but  f u r t h e r  v e r i f i c a t i o n  was 
warranted here  due t o  the  experimental  na tu re  of t h i s  process. For tuna te ly ,  
about lkg of ba tch  f39 was l e f t  on t h e  s i te  of the  accident.. Severa l  tests, 
namely Carbon 13 NMR, DTA, TGA, DSC and GPC, were conducted a t  the Chemistry 
labora tory  t o  detect the  suspected presence of an uns tab le  by-product t h a t  
could have been formed during t h e  production of EXP. 

Unfortunately,  nothing out  of the ord inary  was found by the  analyses .  
The auto- igni t ion t e m p e r a t u r e  of EXP had been e s t ab l i shed  previously as 
214OC, way above the  temperatures recorded by the  thermocouples on the  
equipment. It was decided t o  run an au to- igni t ion  t empera tu re  tests on a 
sample from batch #39 t o  confirm t h a t  nothing was wrong with t h e  polymer. 
These tests gave an  average au to- igni t ion  t e m p e r a t u r e  o f  216OC. 

The second hypothesis  was quickly checked b y  disassembling the  gear  
pump. Examination of t he  pa r t s  showed no s ign  of abnormal f r i c t i o n .  

In  the  mean t i m e ,  t he  i n v e s t i g a t i o n  team was performing a s imula t ion  
of t he  piping being heated with t h e  same hea t ing  t a p e  and the  very same rheo 
s t a t  t h a t  was used a t  t h e  acc ident  site. The o b j e c t i v e  was t o  see the 
e f f e c t  af t h e  number of l a y e r s  of hea t ing  t a p e  on the  temperature of the  
w a l l  o f - the  p i p e .  

A schematic of the  s imula t ion  test  i s  shown i n  Fig. 6 and the  results 
a p p e a r  i n  Fig. 7. It can be concluded from t h e  r e s u l t s  t h a t  the number of 
l a y e r s  has a s t rong  e f f e c t  on the  temperature of t he  p i p e  bu t  i n  t h i s  case, 
it does n o t  seem t o  br ing  it high enough (17OoC) t o  expla in  t h e  i g n i t i o n  of 
EXP . 

A c l o s e r  examination of the condi t ions  that preva i led  a t  t h e  moment 
of  the  acc ident  revealed t h a t  a s h o r t  s e c t i o n  of the  p i p e  t h a t  was heated 
with hea t ing  t a p e  was a l s o  insu la ted .  

A second s imula t ion  similar t o  t h e  one j u s t  descr ibed above but wi th  
t h e  add i t ion  of i n s u l a t i o n  over the  hea t ing  t a p e  ( see  Fig. 8 )  was prepared. 
As shown i n  Fig. 9 ,  t h i s  s imula t ion  revealed t h a t  t he  t e m p e r a t u r e  i n s i d e  the  
piping could have reached, a f t e r  equi l ibr ium, a t e m p e r a t u r e  a s  high a6 
37OoC, a temperature more than s u f f i c i e n t  t o  cause the  auto- igni t ion of EXP 
(au to- igni t ion  of EXP is 214 5 2°C). 

The r e s u l t  of t h i s  s imula t ion  concluded the  inves t iga t ion  of t he  

It was now c l e a r  t h a t  the  s t a b i l i t y  of kkP was not  a t  f a u l t .  
a c c i d e n t a n d  was a g r e a t  r e l i e f  t o  the  s c i e n t i s t s w o r k i n g  on the  development 
of EXP. 
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B 5  
The investigation team made a number of recommendations to prevent 

another similar accident and prevent injuries to personnel. These afe: 

1) installation of a safety valve in the equipment; 

2) not using heating tape as a source of heat in the-presence of 
energetic materials; 

3)  formation of a team of experts to study the rlsks associated with 
new processes or new equipment and make the proper 
recommandations. 

4) writing of SOPS even for a one time operation when the level of 
risk is high. 

5) operation of equipment by remote control whenever possible. 

CONCLUSION 

The objective of any accident investigation is to find the cause of 

It has been demonstrated here that a detailed simuiation 
the accident in order to take the appropriate measures to prevent it from 
happening again. 
of the conditions of the accident gave the information that allowed the 
investigation team to understand what caused the ignition of EXP and make 
proper recommendation to correct the situation. It is not implied that 
simulation is the only tool that will reveal the cause of an accident, but 
whenever practical or feasible, it will put the investigators on the right 
track to find the absolute cause of an accident. 

D 
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FIGURE 1: Schematic of the equipment 
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FIGURE 2: O v e r a l l  v i e w  of e q u i p m e n t  
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FIGURE 3: EXP container a f t e r  accident 

1558 



FIGURE 4 :  S e c t i o n  of Broken p i p i n g  
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FIGURE 6 :  F i r s t  simulation test 

SIMULATION OF PIPE HEATED WITH ELECTRIC TAPE 

Thermocouple #1 - under one layer of heating tape 
Thermocouple #2 - under two layers of heating tape 
Thermocouple #3 - under four layers of heating tape 
Thermocouple #4 - inside closed pipe 

Note: Pipe was filled with air and 
closed at  both ends. 
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FIGURE 7: Test results from f i r s t  simulation 
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Figure 9: Experimental results of second simulation test. 
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